
Sample Information

Item Description: TPU

Article No:

Item Category: Clear TPU

Colour: Clear

Test Methods: ISO & AATCC

RESISTANCE TO PHENOLIC YELLOWING (ISO105-X18) Colour Change : 4.0

CLEAR ELASTICS LOAD,ELONGATION & TENSILE STRAIN

PTPU5016-T 5mm X 0.16mm

Pass
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