
Sample Information

Item Description: Underwires

Article No: 34PIL12835S - 34B

Item Category: Stainless Steel Wire

Colour: N/A

Test Methods: ISO, AATCC & ASTM

BRA WIRE RECOVERY 60% minimum

FREE NICKEL CONTENT(QUALITATIVE) Can not be present

RESISTANCE TO RUST & CORROSION (ASTM B117) No corrosion present (Grade 10)

Pass

Pass
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